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Test Report No.: CANPC26015115306_1 Date: Jun 24, 2026 Page 1 of 3

Client Name: PDS Group Australia Pty Ltd
Client Address: 20 Wright PI, Algester QLD 4115 Australia

“'fuln\l\‘

Sample Name: Spc Composite Wall Pane
Product Specification: Vary Sizes

The above sample(s) and information were provided by the client.

THIS REPORT IS TO SUPERSEDE REPORT NO.CANPC26015115306, DATE: Jun 22, 2026.

SGS Job No.: SZPC2606003903

Sample Receiving Date: Jun 08, 2026

Testing Period: Jun 08, 2026 ~ Jun 22, 2026

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).
Test Requirement Conclusion
Asbestos See Results
Signed for and on behalf of

SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch
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Approved Signatory Vertfication:

check sgsonline.com.cn

Scan to see the reporl

Unless otherwise agreed in writing, this documant Is lssued by the cornpany subject to its General Conditions of Service printed overleaf,
available on request or accessible at Attention is drawn 1o the limitation of liability,
Indemnification and jurisdiction issues deﬂnod therain. Any holder of this documont is advised that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client' s instructions, if any. The Company s sole
responsibility Is to its Client and this document does nol exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
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Test Report No.: CANPC26015115306 1 Date: Jun 24, 2026 Page 2 of 3

Test Result(s):
Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 002 CAN26-0151153-0001.C002 Light gray board with beige surface
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “" = Not Regulated

Asbestos

Test Method:  With reference to AS 5370:2024+Amd 1:2025, analysis was performed by Polarized light
microscope (PLM).

Test Item(s) CAS No. Unit(s) MDL 002

Chrysotile 12001-29-5 % (wiw) 0.1 Negative
Actinolite 77536-66-4 Yo (wiw) 0.1 Negative
Tremolite 77536-68-6 % (wiw) 0.1 Negative
Amosite 12172-73-5 Yo (w/w) 0.1 Negative
Anthophyllite 77536-67-5 Yo (wiw) 0.1 Negative
Crocidolite 12001-28-4 Yo (wWiw) 0.1 Negative

Notes:

(1) Negative = the absence of asbestos, Positive = the presence of asbestos.
(2) Fibres/material that cannot be unequivocably identified as one of the asbestos forms, will be reported as @] ;ﬁ@j
unknown mineral fibres (UMF).

-

(3) UMF is not found in the tested sample. *
This report updates Client Name & Client Address.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple RRWER
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. lion & Testing St

»

B Seign
H

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
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Sample Photo:

CAN26-0151153-0001.C002

SGS authenticate the photo on original report only
*** End of Report ***
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